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FOREWORD

Several aspects of thermal wave techniques for imaging defects and characterizing material

properties have been studied during the course of this contract. Among the thermal wave detection

techniques which were investigated are the mirage-effect (optical probe beam), the thermoacoustic

effect, photothermal reflectance, and infrared (IR) video lock-in imaging. Both experiment and theory

have been studied, and applications made to crack-detection, layered structures and delaminations,

semiconductor devices, and contactless measurements of thermal diffusivities.
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A. STATEMENT OF THE PROBLEM STUDIED

A three year program of research was carried out to develop several thermal wave imaging

techniques and to explore applications of those techniques to NDE of semiconductors, metal alloys and

composite materials. Both experimental and theoretical studies were conducted. The ultimate goal of

the research program was the development of thermal wave techniques for nondestructive evaluation

(NDE) and materials characterization applications. A general objective essential to the achievement of

that goal was the establishment of a firm experimental and theoretical scientific basis for each of the

thermal wave imaging schemes studied as they' pertain to the detection of scattering of thermal waves

from typical subsurface structures and defects. Some of the specific objectives identified in the

V research proposal were:

1. The basic study of mirage effect and photothermal reflectance detection of thermal wave

scattering from subsurface structures and defects, both experiment and theory.

2. Study of the photothermal deflection technique in the time domain, experiment and theory.

3. Instrumental development of each of the techniques available with the objectives of extending
the frequency range, improving the signal/noise ratio, the resolution, the scanning routines
and the data processing.

"4. Comparison of the various techniques for application to the study of several classes of
materials, including (1) semiconductors, with an objective to assess the capability of detecting
and characterizing layer defects with high resolution; (2) metal alloys, with an objective to
assess the comparative capability of the different detection methods for imaging grain
boundaries and other metallurgical characteristics; (3) carbon-carbon composite materials, to
determine the feasibility of distinguishing cracks from the intrinsic heterogeneity; of the
material

5. Exploratory investigation of the capability of the technique as a materials characterization
technique, specifically for the measurement of variations in local thermal parameters for

- intermediate state superconductors, and for phase transitions in superconductors and in
selected magnetic materials.

During the contract period, the principal investigators wkere also awarded an ARO

4, aInstrumentation Grant [Contract Number DAAL 03-86-G-0 169. 7/7/86-7/6/871. "Instrumentation for

Thermal Wave Imaging." The resulting instrumentation which we developed in this laboratory was

%L• used to demonstrate some of the practical advantages of carrying out thermal wave imaging with the

% use of infrared (IR) video camera techniques, coupled with various synchronous heating schemes and

our ne\ly developed image processing hardware and soft• are. This instrumentation was applied to

the problems listed above, and others which emerged during the course of the research.

.5I
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B3. SUMMARY OF THE MOST IMPORTANT RESULTS

Mj~e:ffej hemal MaedjCjjjand injgij of brittlc fracture cracks

Figure I shows a comparlson btweenr s(wwctIe optical images and mirage effect thermal wave

images of brittle fracture crickk jinducedI it a SiC ceramic by means of diamond tip (Knoop)

indentations (R.L. Thomas. 1. D). TUvro. P.K. Kimo. I).N. Rose, D.C. Bryck, M. Chaika, and J. Patt,

U.S. Am)) TA COMl Tcchnlt,,il Report No. )3077, July 1985]. The specimens were provided by

Roberi Brokelman of the ArmyI ) Materials and Mechanics Research Center. The original surface

indentations had been previously, ground away, rendering the cracks optically invisible, yet still easily

detectable by thermal wave imaging.

2.7 kg
Load

OPTICAL *~MIRAGE PHASE
8 KHz

-..
w

1.7kg
Load

OPTICAL MIRAGE IN-PHASE
qt I KHz

V Fig. I Comparison of scanned optical and thermal wave images of brittle fracture
cracks in SiC ceramic material



Thermal wave material characterization: measurements of thermal diffusivity

The mirage effect detection scheme can also be used as a means of characterizing materials

through the determination of thermal diffusivity, a combination of the thermal conductivity and heat

capacity. Essentially the technique consists of a direct measurement of the thermal wavelength

together with the frequency [P.K. Kuo, L.D. Favro, and R.L. Thomas. in Photothermal

Spectroscopy, Jeffrey A. Sell. ed.. Academic Press (to be published)]. The technique is totally

contactless. only requires access m. one side of the specimen, and can be performed locally in recions

"of the order of 1 mm in size. The technique benefits quantitatively from the excellent agreement whi,:h

vwe have achieved between our detailed theory and experimental data. Figures 2 and 3 illustrate the

agreement between the experimental and theoretical waveforms for the case of the element chromium.

This is further illustrated in Fig. 4. in which thermal wavelengths have been determined for chromium

. o er a wide range of frequencies and plotted ("crossing") versus the inverse root frequency. In this

plot. the points are experimental determinations, and the curve the theoretical predictions for

chromium.
Datet 1110Hz

Date 204Hz

• Data 39 1Hz

Fig. 2 Experimental waveform (diffusivity measurement) for chromium
3
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. Fig. 3 Theoretical waveform (diffusivity measurement) for chromium

-- J 4CHROMIUM

In-... ore ots h cua ftistcniqerse have Frequerncyndtedfuiit favreyo

44

040

V

t," ,I

['*1 "



ii-m>n the per1ioAI thle. and the results of our measurements are compared to handbook values

V k .c I Y~~ he e'ýeclent a-reement gives us confidence that the method can be applied to

1!!-, %k j'ý I kIdc rauI~e of d ffu, \ii~

-6,

CC

jC. C)

05 1 0 1 5

Ncrninel Diffusivity

Fig. 5 Comparison of thermal w;,ave determinations of diffusivity with handbook

* values for pure elemental solids

NI ____ -f'harac:ter; mýt Ion of Lo~it ;'w'ý

We ht\ e extended our theory or-igin~all\ developed for the diffusivity measurement to include

Na rx ,:r.A.,,ures, so thait the experiment car be extende~d to the study of coatings amd films. Figure 6

sho'xk the L'ood acreement we ha~e obtained between theory (curv'es) and experiment (points) for thin

* fi~m~of ý.opper on gl&,s. This a;-reene nt provides the basis for a technique to measure thicknesses of

t!, r\tin f;!1m1

1. Cu on Glass

1.2-

E~ 0.6-

0.3- C=2670 A
0=5050 A

0.0 411
0.0 0.1 0.2 0.3 0.4 0.5

Inverse Root Frequency

Fig. 6 Theory (lines); experiment (points) for Cu films on glass
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Nlimgc-effect imaging of semiconductor ac_•

Figure 7 shows an ordinarN optic.u 11iorotc opC in:ige, a scanned optical image, and a

mira-gec-ffcct thcrmal kac imd.ge of a scmj•Itul(fr (-,.i pa1ttcn on a multilevel metalbzazion structure

(Al on pol)imide on Al on SO0 on Si) [R.I. 1 htima, and A. Rosencwaig, Review of Progress in

QuantIlalIve NDE. Eds. D.O. Thompson and D. E. Chimenti, Plenum, 1985, Vol. 4B, pp.

1177-1181 It may be noted that the stitch pattern on the left, which is partially on the surface and

pan iaflN underneath, is discontinuous in both of the optical images, which only show surface features.

The thermal wave image, on the other hand, shows the continuity of the pattern, because of its ability

to see beneath the surface.

MULTILEVEL (N=2) METALLIZATION SAMPLE

[A

OPTICAL

MIRAGE THERMAL WAVE SCANNING
" •,, MAGNITUDE) OPTICAL

4KHz 4KHz

Fig. 7 Comparison between optical and thermal wave images of a multilevel
metallization sample (Al on polyimide on Al on SiO2 on Si)
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Thermal va\,e IR imaging of layered structures

Probably the most important thermal wave imaging techniques from the practical point of viev,

are the ones which we are currently developing by employing a commercial IR video camera, coupled

to a high-speed, on-line video processor, and using our novel image processing algorithms and

hardware. The importance of these techniques lies in their vastly improved image acquisition speeds,

which are fast enough for use on the factor)y floor. They are also more robust, and do not need the

elaborate vibration isolation required by some of the previous methods.

Time-Resolved IR Video Imaging with Synchronized Scanned Laser Heatingt

Recent advances in the speed and sensitivity of cooled HgCdTe detectors have made it possible to

construct an infrared video camera with a single detector by using mirror scanning techniques. The

commercial availability of this kind of camera has led to interesting techniques for thermal wave

imaging. For example, the)y have been used with flash lamps for imaging defects in materials [11, and

kwith a scanned IR source for measuring thermal diffusivities 12,3]. With an infrared camera, vast

amounts of thermal information from an entire area can be gathered in parallel. This method has

obvious advantages in imaging as compared to the more traditional methods of acoustic detection,

optical beam deflection or focused (unscanned) IR detection, each of which require a slow scan of the

sample to obtain an image. The infrared video camera alone, due to its fixed rate of 50 or 60 fields per

second, cannot catch fast thermal phenomena (in the millisecond range). The method described here,

Nkhich uses the video camera in combination with a focused and scanned optical laser beam,

synchrnized with the camera's vertical scan, circumvents that limitation. It is capable of observing

thermal phenomena on a sub-millisecond time scale and also can acquire data on an entire vertically

[ •scanned line at the video field rate. As such, it is useful for studying coatings and thin films, even

with thicknesses don to the sub-micron range, and is fast enough for many potential process control

and NDE applications.

0t A block diagram of the instrumentation is shown in Fig. 8. The instrument uses an Ar-ion laser,

an MO modulator for beam blanking during retrace, and a microcomputer-controlled mirror scanning

system which is synchronized with the vertical scanning of the video camera (Inframetrics Model

IR-600 operated in the 8-12 pam band, either with a 1.8 inch focal length microscope objective or a 6

'P.K. Kuo, I.C. Oppenheim, L.D. Favro, ZJ. Feng, R.L. Thomas, J. Hartikainen and L.J.
Inglehart, Proc. 5th International Topical Meeting on Photoacoustic and Photothermal Phenomena.
Springer-Verlag, Heidelberg (to be published).
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inch close-up lens). A second microcomputer is used for image processing. For time scales of 0.1 ms

or longer, the video camera's horizontal scan time (64 ps) is fast enough to be considered as being

instantaneous. Thus, the video camera can be considered as providing a moving line of point

2 detectors, gathering data in parallel.

The mirror scanning system is programmed to keep the focused laser beam a fixed temporal

interval ahead of the moving line of detectors. The fixed temporal advance can be programmably

controlled to better than 0.1 ms accuracy. This arrangement improves the effective detection

bandwidth of the infrared camera to 16 kHz (the horizontal scan rate). The spatial resolution is limited

by the size of the focused laser beam and not by the camera's IR detector [4], and thus could be as

small as I 1pm. The focused source, coupled with spatially distributed point detectors, provides the

"Id opportunity to measure lateral heat flow. This capability turns out to be very advantageous when

applied to thin (submicron) film structures.

S, [~~MICROCOMPUTER !--

;•i IR IMA•GING SYSTEM

I AE MODULATOR

S~MICROCOMPUTER L
": •',. •IMAGE BUFFER
•''0'."\•AND DISPLAY

Fig. 8

Block diagram of imaging system.

The technique described here is capable of detecting the presence of very' thin films, as well as

W

',€ delaminations betw~een films by exploiting the behavior of three-dimensional heat flow. Here, we give

S~an example in ý, hich a 0. 1 pm boron film is d,.tected underneath a 0.6 pm ZrN film on a silicon

~suhstrate (Figs. 9 and 10'). Figure 9 shows a schematic diagram, and Fig. 10 an IR image of the 0.1

pmi film of boron deposited underneath a 0.6 ptm film of ZrN on a silicon substrate, obtained with this

8



instrument. This image was taken in reflection, using the 6 inch IR close-up lens, and clearly indicates

the presence of the subsurface boron film through its influence on the short-ime-scale transverse heat

flow. The boron film is undetectable optically, and also cannot be seen using conventional IR

thermo"raphy.

B film (1000 A) ZrN film (6000 A)

~.NO8OO B >

SUBSTRATE
U.

Fig 9 Schematic diagram (left) of ZrN/B/Silicon sample whose scanned IR thermal
wave image is shown in Fig. 10. Schematic diagram of boron film location and
shape (right).

i.

Fig. 10 Scanned IR thermal wave image of the ZrN/B/Silicon sample shown
schematically in Fig. 9. The dark (hotter) region is a region under which the B film
is present.

9
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As noted above, the technique is sensitive to defects in thin film structures. To illustrate this

sensitivity, in Fig I I we show an image of a 0.1 Am film of boron on a glass substrate, obtained with

this instrument. This image was taken in reflection, using the 6 inch IR close-up lens. The image

covers a 1.5 mm x 6.5 mm region of the film which contains extensive delaminated regions which are

clearly apparent in the thermal wave image.

V.o

- --,AP

Fig. 11 IR image of a 0.1 gm film of boron on a glass substrate, obtained with this
instrument. This image was taken in reflection, using the 6 inch IR close-up lens.
The image covers a 1.5 mm x 6.5 mm region of the film which contains extensive
delaminated (dark/hotter) regions.

10
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delaminated (dark/hotter) regions.

Thermal Wave Imaging Using an Area-Wide Vector Lock-In Video Techniquet

In conventional scanned thermal wave imaging, a lock-in analyzer synchronized to the source of

the thermal wave is used to improve the ratio of signal to noise. Such techniques suffer the practical

disadvantage of slow speed, since data are taken point-by-Point, with each point requiring a few tens

of cycles of heating. In the approach described below, the vector lock-in technique is applied

simultaneously to the entire video image produced by the IR camera. With this technique the

information of each pixel of the image is handled in the manner of a lock-in analyzer, as the object is

heated synchronously with the lock-in reference signal. The technique retains the advantage of the IR

camera, in that the image is formed essentially in real time. but gains the advantage of lock-in

detection, in that the unsynchronous background signal is rejected and the signal-to-noise ratio is

enhanced. In effect. one has a lock-in amplifier with a channel for each of the 512 x 512 pixels of the

image.

Figure 12 shows a block diagram of this system. The signal from a conventional IR video

camera (Inframetrics IR-600) is processed by a video signal processor (manufactured by Datacube,

Inc.). The processing consists of digitizing at 10 MHz and digitally merging the video signal with the

"sine and cosine functions of the phase of the reference signal and accumulating them in separate image

buffers (each 512x5 12x 16 bits). When o predetermined number of frames have been accumulated, the

results are normalized and displayed as in-phase and quadrature images, in the same manner as the

in-pha-se and quadrature signals are di,,played by a vector lock-in analyzer. The postprocessor (a color

,Aork-station by Sun Micros,.stems 3/160C) handles the phase adjustment. pseudocolor and gray

scale image display, as %,ell as image storage and retrieval. The phase and timing control assure. the

synchronization between the heat source and the lock-in analysis. In this arrangement, the lock-in

frequency can be chosen from sub-Hz frequencies up to the pixel rate of the IR camera. or the speed of

the video signal processing system, whichever is less. For the present system, it is the IR camera

speed of about 4 MHz which sets the intrinsic limit of lock-in frequency at about 2 MHz.

•'Al

-P.K. Kuo, Z.J. Feng, T. Ahmed, L.D. Favro. R.L. Thomas, and J. Hartikainen. Proc. 5th
International Topical Meeting on Photoacoustic and Photothermal Phenomena. Springer-Verlag.

Heidelberg (to be published).

"411

_. I.-,,

'/



CAMERA DIGITIZER CONTROL
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JARITHMETIC LPHASE&
i• LOGIC UNIT [ • TIMING ,

HCONTROLI

SFRAME I POSTPROCESSING1
• STOR ]-" WORKSTATION

Fig. 12 Block diagram of the vector lock-in IR video imaging system.

To illustrate the principle of area-wide lock-in detection, in Fig. 13a we show a video picture of a

circuit board containing an LED display lamp with all its segments turned on by a dc current. Just

below it there is another LED, three of whose segments are energized by a weaker current modulated

by the reference signal. Figure 13b shows the results of the in-phase image after just two cycles of

aaccumulation. One sees that the only discemable features are the modulated LED segments, all other

features having been eliminated b\ lock-in detection. There is, however, a considerable amount of

noise in the background Increasing the number of cycles of averaging decreases the background

Snoise but keeps the magnitude of the modulated signal the same.

I.,1

'..,•
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Fig, 1.3 A %video image of a circuit board (a), together %kith its lock-in image
after just tA o c,.cles of averaging (b), illustrating the suppression of

non-svniclronous feature,, of the image.

,u Firn
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C-.
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Number of cycles
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number of averaging cycles, as predicted by theoretical statistical analysis. I]he simultaneous

acquisition of both the in-phase and the quadrature images is of practical importance here because it

makes possible the reconstruction of the image of any other required phase from sltred image data.

With lock-in analysis capabilit), video thermal %%a;c imaging now enjoys the same advantage as

conventional scanned thermal wave imaging. namcly, tow retention of the phase information contained

in the images. Such information can be very useful, for example, in providing characteristic

signatures of different types of subsurface defects. 15,6) We have applied this video JR lock-in

analvzing system to a sample of laminar structure. The sample consists of a copper film microbridge

(a fev, microns thick) on a polymer substrate, covered by a thin (about 10 mim) film of Kapton [7] as

shown in Fig. 15. The microbridge in the copper film provides a convenient means of localized joule

heating.
,,-a" Figures 16a and 16b shov, the in-phase and quadrature images of this sample when it is being

* heat:d by a square-wave current at 15 Hz. Figures 17a and 17b show' the same images (taken with the

/ same average input power) of another sample with a simulated debond built into it. The simulated

debond v" as produced by inserting a film of Teflon 18] underneath the microbridge while it is being

bonded to the substrate. It is evident that the increased thermal resistance due to the debond causes the

ac temperature to increase sharply. It should be pointed out that since copper is a very poor emitter in

this v, a% elength range, the radiation seen in the images comes mainly from the Kapron top layer which

is heated by the copper film.

la,

(a) (b)

Fig. 16 In-phase (a) and quadrature (b) lock-in images of a Cu microbridge with no debond.
14
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(a) (b)

* Fig. 17 In-phase (a) and quadrature (b) lock-in images of a Cu m-icrobridge with a simulated
debond. The ac cur-rent was adjusted to give the same average power as that used for the Cu
microbridg-e data shown in Fig. 16.

We have also measured samples similar to these, but in which there are microcracks in some of

the brid-e rezions (orientation shown in Fig. 18). A comparison of thermal w~ave images of

tw,\o such samples. one w4ithout defects, the other containing a microcrack, is given in Figs. 19a

and 1 9b belovA. These images wkere taken at a lock-in frequency of 60 Hz. The distortion of

the thermal wave pattern caused by the crack is obvious. On the other hand, dc IR images of

these bridges do not shov. any differences between the good and bad samples.

,Cu Fil

Vf areaimaged

Fig. 18 Orientation Of rnicrobridge sample for Images shown in Fig. 19

i15

Bk



00

.1r.

/a)

Fig. 19 Thermal wave IR lock-in images taken at 60Hz of a good Cu
* microbridge (a), and a Cu microbridge containing cracks (b).

16



Thermill wIe vI Imaging Using an Area-Wide Box-CarAveraging Technique~t

I,) ,101. technique the heat source is either a high-energy (up to 51) flash lamp, coupled by

memean'., it ,,, optical light pipe to the sample surface, or a pulse modulated laser (Ar-ion or C0 2).

"The fiv,, dalta acquisition hardware and software are used to perform real-time averaging of the

" entire image field acquired by the IR Video Camera (in transmission or reflection), at a set

"(variable) time delay following the input of the heat pulse. This method is useful for time scales

4�,which typically are long compared to those described for the previous two methods. To illustrate

4. this method, in Fig. 20 we show a transmission image of a Cu/Cu diffusion bond, encapsulated in

Kapton, with a thin film of teflon covering one-half of the bond area. This region is easily

distincuishable b% its cooler temperature as the heat pulse propagates through the region.

7i""

41

Fig. 20 Transmission image of a Cu/Cu diffusion bond, encapsulated in Kapton,
with a thin film of teflon covering one-half of the bond area, using the Area-Wide
Box-Car Averaging Thermal Wave Technique. This region is easily
distinguishable by its cooler temperature as the heat pulse propagates through the
region.

* "I Unpublished
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In Figs. 21 and 22 below, we show thermal wave IR box-car images of a plasma-sprayed

coating on the end of a section of a nuclear reactor cooling pipe. In the region imaged there is an

area of poor bonding, due to improper substrate surface preparation [in this case, a thin piece of

wire lying on the substrate surface was known to have interfered with the sand blasting operation).

Thermal wave images taken at two different time-gate intervals, and are shown in Figs. 21 and 22 to

illustrate the usefulness of the variable time-gate setting in optimizing the contrast for the subsurface

defect of interest. Once again, the dc IR imaging of this region does not detect the defect. It

should be noted that these box-car irnmges, like the lock-in images can be obtained very rapidly, and

therefore represent an excellent opportunity for development of factory-applicable instrumentation

in the near future.

I.I

5" -e
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Plasma - sprayed coating on a nuclear reactor cooling pipe

Fig. 21 (t 67 msec after heating) Fig. 22 (t = 250 msec after heating)
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Finally, in Fig. 23 below we show a split image (thermal wave box-car) of two sections of

paint panels obtained from an automobile company. The left half of this image is of a panel with

known subsurface damage, the right half an image of a nominally undamaged panel. The two

panels were placed next to one another and imaged a very short interval following the heating pulse

(same pulse for both panels). Thermal evidence for the subsurface damage can be seen on the left

half of the image.

NS. -19

'S.

.5-

-- • Fig. 23 Thermal image of a good painted metal panel (right) and one with
- -•-.subsurface defects (left).
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Theoretical and experimental approaches to the thermoacoustic problem.

The thermoacoustic microscope, which has proven to be useful for the detection of subsurface

features on a microscopic scale, has not been fully understood theoretically. In particular, an exact,

3-dimensional solution to the thermoacoustic equations, which form the mathematical basis of the

thermoacoustic microscope, had not been found prior to the work carried out during this contract.

We have developed an infinite space Greens function for the coupled thermoacoustic equations,

using an eigenmode approach. Our approach yielded an exact solution, as opposed to perturbative

approaches used by other authors. We have considered in detail the interaction of the infinite space

solutions with a boundary surface. and used a matrix formalism to allow the boundary conditions

to be expressed as operators. A half-space Green's function was created by operating on the

infinite space Green's function with the surface scattering operator. The reflection and

,,*. mode-conversion of each wave generated by a laser (or particle) source has been described. The

far-field angular distributions of the various waves generated by energy and momentum sources

have been obtained, and agree with the expected behavior of thermal and acoustic waves in the

presence of a boundary.

The significance of the method used hre lies in the fact that the thermal wave is put on equal

V*/: footing with the acoustic waves. This allows the thermoacoustic mode-conversion process to be

better understood, and allows one to identify all contributions to the thermoacoustic microscope

signal. An expression has been obtained for the thermoacoustic signal corresponding to an

aluminum slab with a subsurface crack, and numerical evaluation of the expression is currently in

progress.

"The corresponding experimental work consisted of the building of a laser heterodyneh-

interferometer to measure the small surface displacement associated with thermal expansion due to

periodic heating of a solid. A block diagram of this instrument is given in Fig. 24. The thermal

bump generated on a polished aluminum sample was measured with this instrument (see Fig. 25),

and was found to have a sensitivity detection limit of 2.2 x 10-4 A(W/Hz) 112 , which compares

reasonably with that of other instruments reported in the literature.

,.-'.
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Fig. 24 Block diagram of the laser heterodyne interferometer
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Fig. 25 Line scans of the thermal bump using the laser heterodyne interferometer
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Reports:

In addition to the regular semi-annual progress reports, the following letter reports have been made:

3une 19. 1987 - Letter progress report to Dr. Wilbur Simmons, describing recent IR thermal wave
imaging work which was to be presented at the Williamsburg NDE meeting and the Heidelberg
Photoacoustics meeting.

August 14. 1987 - Letter progress report to Dr. Iqbal Ahmad, describing a few highlights of our
accomplishments during the contract period to that time, with special emphasis on the developments
which were made possible as the result of the ARO Instrumentation Grant (DAAL03-86-G-0169).
[The Final Technical Report for that Grant was submitted August 19, 19871.

September 28, 1987 - A more extensive letter progress report to Dr. Iqbal Ahmad, providing
highlights of all ARO-sponsored research in thermal wave imaging and characterization since its
inception at WSU.
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